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AGT 3P PANEL

TexHn4yeckne xapakTepucTmkm
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XapakTepucTuku MeTtop ucnbiTaHumn EnovHuua Pe3ynbTaTthbl
M3MepeHus
MnoTtHocTb TS EN 323 [kg/m?] Specific to AGT
Mpo4YHOoCTb CkNenBaHus TS EN 323 [N/mm?] > 0,55
TepMOCTOMKOCTb (NULieBas NOBEPXHOCTb) - [°C] <80
o) TS CEN/TS 16611 o
LieHKa NOBEPXHOCTHOIO CONPOTUBNEHUSA NPOTUB (Method A) [% n3meHeHws) <10
MUKpoLapanuH
YCTOM4YMBOCTb K XONOAHLIM XUAKOCTAM (Xummuyeckas EN 12720+A1 [Class] 5
CTOMKOCTb)
YcTOM4MBOCTb NOBEPXHOCTU K BO3AEACTBUIO CYXOro Xapa EN 12722 [Class] 5
(70 °C)
OnpeperneHne NOBEPXHOCTHOW CTOMKOCTU K BraXKHOWN EN 12721 [Class] 5
Temnepartype (70 °C)
Mo kopoTkomy kpato (1220 mm)
[lonyckK No UCKPUBIEHUIO NNUTbI EN 322 [mm <amm
Mo anvHHOMY kpato (2880 mm)
<10 mm
YpoBeHb amuccum chopmanbaernpa TSENISO 12460-5 [mg/100g1] EO,
ASTM D 6007 [ppm] CARB2, TSCA
[Oonycku MeToa ucnbiTaHMn EavHnua Pe3ynbTaThbl
M3MepeHus
TS EN 324-1
[onyck no WwWMpuHe 1 AnvHe EN 622-1 [mm] 12,0 mm/m, max. 5,0
TS EN 324-1
[onyck no nnowaaun EN 622-1 [mm/m] +2.0
TS EN 324-1 _
[onyck Ha poBHOCTb Kpasi EN 622-1 [mm/m] <=1.5
TS EN 324-1
[onyck no TonwuHe EN 622-1 [mm] +0,2

[OedrekTbl NOBEPXHOCTHU

*AMK-MB-009 (based on
EN 14323, EN 14322 ve
DIN68930 standards)

AN NULIEBOM MOBEPXHOCTW:
@0-3 MM, Ha 1 M2 - 2 WT.

@ 3-5 MM, Ha 1 M2 1 WT.

AN 3AOHEW NOBEPXHOCTMU:
@ 0-2,5 MM, Ha 1 M2 - 4 wT.

@ 2,5-6 mm, Ha 1 M? - 3 WT.

@ 6-10 MM, Ha 1 M2 - 2 WT.
& 10-15 mm, Ha 1 M2 - 1 WwT.

ykasaHbl B Tabmue «[ledeKTbl NOBEPXHOCTH .

» PacctosHue ans ocmotpa: 700 Mm
* MiHTeHcuBHOCTL cBeTa: 1000-2000 Ix
* Yron HakrnoHa: BepTukansHo 30°

* Bpems ocmoTpa: makc. 20 cekyHa

* B cootBeTCTBUM C NpMBEAEHHBIMU HUXE YCnoBUAMM oLeHku (cTaHaapT AMK-MB-009) gonycTumble MakcMMarnbHble 4edeKTbl MOBEPXHOCTU

» Tun cBeTa (QHEBHOW CBET, LUBeTOBas Temnepartypa) D65: 6500 K
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®dusmyeckue u aKonornyeckme XapakTepUCTUKu

MeTop ucnbiTaHUn

Pe3ynbTaTtbl/ CepTudumkarbl

Knacc orHecTomkocTu TS EN 13501-1 Ds1 d2
Ceptudukat REACH 1907/ 2006 EC REACH <0.1%

1ISO 14025 -
CepTtudomkar EPD EN 15804 EPD Certificate
CepTtudomkat murpaumm EN 13130-1 Migration Certificate

XapakTepucTMKu nokpbiTna 3P

MeTop ucnbiTaHUn

EpvHuua nsmepeHus

Straight Surface

Texture Surface

TonwmHa TS ENISO 11833-2 [mm] 0,25 + 10% 0,50 - 0,55 + 10%

lNMokasartenb UBeTa DIN EN ISO/CIE 11664-3 AE Ans CBeTgbB')é LBeToB < Ana CBeTng')é LBeToB <
Ans TemHbIx ueeToB < 1.00] gns TeMHbIX uBeToB < 1.00

YCcTOMYMBOCTb K LlapanuHam - 1SO 4586-2 N 2N >N

Ericsen

YcronumBocTtb Kk YO (50 yacoB) TS EN ISO 4892 (1-2-3) AE <0.65 <0.65
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